ta-C compared to a-C:H (DLC)

ta-C compared to a-C:H (DLC)

Abrasion resistance
Hardness

Friction (dry-running)
Friction (lubricated)
Ductility*

Run-in ability (lubricated)
Temperature stability

Compatibility to lubricants

Compatibility to extreme
pressure (EP) & friction
modifier (FM) additives

Subjective assessment in 6 steps from 0 (not suitable) to 5 (excellent)

0 1 2 3 4

*: (due to the high hardness of ta-C)
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