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Tool: 

Injection mold for seal bar

Problem: 

Adhesion of material PE 

leading to high maintenance 

costs, residuals on the surface 

etc.

Benefit: 

30% shorter cooling times and 

50% longer production times 

without cleaning/deposits.

Source/Customer: 

End user

BALIQ ALCRONOS

Injection molding
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